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FORCE K 102 
Universal Cu�ng & Cooling Fluid

FORCE K 102 TUBE
For Pipe Profile Sector

FORCE K 102 S

COLDEX 58 UCM
For Copper & Brass Alloys

COLDEX 2042 CF
For Aliminum Materials

COLDEX 2053 AF
For Stainless and Heat - processed
Materials

TESS-SAN EUROLUB TE 255

TESS-SAN EUROLUB TE 280

Universal Cu�ng & Cooling Fluid

TESS-SAN EUROLUB TE 290

Universal Cu�ng &Cooling Fluid

TESS-SAN EUROLUB TE 290 UC

Universal Cu�ng &Cooling Fluid
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EURODRAW TE 410
Emulsion Annealing Fluids

EURODRAW TE 418
Thin and Super Thin Wire Drawing Opera�ons 

EURODRAW TE 428

Medium & Thin Wire Drawing Opera�ons 

EURODRAW TE 438

Mul�-wired, Drawing Opera�ons

EURODRAW TE 448

Thick Wire Drawing Opera�ons
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TESS-SAN EUROLUB GC 620
Vola�le Glass Cu�ng Fluid

TESS-SAN EUROLUB GC 630
Water Based Shear Dil; for Bo�les and
Decora�ve Nicknacks

TESS-SAN EUROLUB GC 640

Board Cu�ng; Radial Cu�ngs 

TESS-SAN EUROLUB GC 660
Thick Glass Cu�ng 

TESS-SAN EUROLUB GC 670
Board Cu�ng, Vola�le

TESS-SAN EUROLUB GC 680

TESS-SAN EUROLUB GC 690

Straight Cu�ng, Vola�le Glass Cu�ng Fluid

Board Cu�ng, Vola�le
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TESS-SAN EUROLUB CX 705

Grinding and Turning

TESS-SAN EUROLUB CX 710

General Usage

TESS-SAN EUROLUB CX 720

Al Cu�ng Oil

TESS-SAN EUROLUB CX 730

General Usage 

TESS-SAN EUROLUB CX 735

Deep Drilling and Cu�ng Opera�ons

TESS-SAN EUROLUB CX 740

Stainless and Hard Materials

TESS-SAN EUROLUB CX  750

Tapping Oil

TESS-SAN EUROLUB HON A

Honning Opera�ons

TESS-SAN EUROLUB HON A EP

Honning Opera�ons (EP added)

TESS-SAN EUROLUB BR 40

Broach Oil

They are successfully used in 

Screwing, Hobbing, Deep Drawing, Broaching, Taper Grinding, Honning And Grinding opera�ons.
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Vola�le Forming Fluids 

Deep Drawing and Polishing Pastes 

TESS-SAN EUROLUB DD 920

TESS-SAN EUROLUB DD 920  YI

TESS-SAN EUROLUB DD 920  YI/74

TESS-SAN EUROLUB DD 920  YII

Oil-based Forming Fluids

TESS-SAN EUROLUB TF 940 

Water Based Forming Fluids

TESS-SAN EUROLUB TF 950

TESS-SAN EUROLUB TF 950 D

TESS-SAN EUROLUB DD 980

TESS-SAN EUROLUB DD 970
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Graphite Forging Oil

TESS-SAN EUROLUB FO 1060 WG
Water Based Graphite Forging Oil

Graphite - freeWater Based Forging Oil

Graphite - freeWater Based Forging Oil

Graphite-free Forging Oil
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TESS-SAN EUROLUB ALP 5

Core Mould Oil (paste)

TESS-SAN EUROLUB DL 111

Water Based Mould Release

TESS-SAN EUROLUB DL 150

TESS-SAN EUROLUB DL 165

TESS-SAN EUROLUB DL 170

TESS-SAN EUROLUB DL 190

Zamak Mould Release

TESS-SAN EUROLUB DL PG

Graphite Piston Oil

TESS-SAN EUROLUB DL PS

Liquid Piston Oil
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TESS-SAN EUROLUB MR 1830

Water Based Mould Release

TESS-SAN EUROLUB MR 1840

Water Based Mould Release

TESS-SAN EUROLUB MR 1850

TESS-SAN EUROLUB MR 1870

TESS-SAN EUROLUB MR 1350

Synthe�c Based, Silicon-free Mould Release

Silicon Based Mould Release

Water Based Mould Release
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Esther Based Non-flammable Hydraulic Fluids

Water Based Non-flammable Hydraulic Fluids
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EMULSION PERFORMANCE ADDITIVES
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Alcali Degreasing Fluids
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Problems Reasons Solutions

D
EC

R
EA

SE
 O

F 
TI

P
 L

IF
E

Insufficient concentration

Contamination

Quality of water

Stability problem in emulsion

Use of wrong tool or prosess
parameters in operation

Change of materials

Problems

C
O

R
R

O
SI

O
N

Reasons

Insufficient concentration

Bad water quality, water corrosion

High Temperature / Moisture

Contamination

Corrosive atmosphere

Usage / Storage

Problems Reasons Solutions

Solutions

FO
A

M

Insufficient or excessive concentration

Contamination

Water quality

Operation type

Low level of metal working fluid

Mechanical problems

Arrange the concentration by adding needed product.

Find and remove the contaminated substance which may cause
the decrease in tool life. These substances could be excessive
leak oil, surface cleaning agent/ detergent etc.

If the hardness of water is less than 200 ppm(11 A.S), that may
cause the emulsion instability and decrease in tool life.

It may cause the decrease in tool life because lubrication may
decrease. Look for the solution 'stability problem in emulsion'

Make sure using the right tool.

Control the used material

Arrange the concentration by adding needed product.

Use better quality water

Reduce temperature and moisture, use preventive oil.

Find and remove the contaminated substance. These substances
could be heat treatment chemical, surface cleaning agent/
detergent etc.

Determine the corrosive smoke and ventilate

Use clean, plastic brackets when the parts are drying. Use
preventive oil in long term storages.

Arrange the concentration by adding needed product.

Find and remove the contaminated substance. These substances could
be cleaning agent/ detergent etc.

Usage of softened water(if hardness of water lower than 100 ppm) may
cause the foam in some metal working fluids.

Some operations for example surface grinding, may cause the foam
formation. During selection of metal working fluid, operation should be
considered.

Fill the tank/reservoir till observe a distance enough to allow air outlet.

Check the filtration system, liquid  distribution/flow  or feedback system.

PROBLEMS, REASONS AND SOLUTION

Solutions
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Synthetic Eurogrind
Serie

  EP Synthetic 
TE 300   Serie

   EP  Semi Synthetic 
TE  200  Serie

   EP Mineral
  TE 210  Serie

Cutting Oils
CX 700 SerieOperation

Surface Grinding

Cylindrical Grinding

Centerless Grinding

Lathe /  Router

Cutting

Reaming / Tapping

Deep Drawing

Broaching

Hobbing

Screwing

Automat Benches

Fellow Benches

Tube Drawing

Carbon Steel

Stainless Steel

Tool Steel

Casting

Copper Alloy

Aluminum Alloy

Light

Mid Heavy

Material

Process Weight

1st choice       2nd choice
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